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TEST CERTIFICATE
REPORT NO: - LIPL-RM-LAB-123767-24
Client: -
Sample Description: BASE OIL N-150
Sample Delivered By: Sample Drawn By : N/A
Conditionof Sample Received: 1 x500 ml plastic bottle,
Date Received: 01-06-2024 Date Tested: 03-06-2024 Date Reported: 03-06-2024
TEST RESULTS
Test Method Unit Result

Colour ASTM D 1500 VISUAL WIW
Flash Point (COC) ASTM D 92 ‘Cc 228
Density @ 29.5 °C ASTM D 1298 Kg/L 0.848
Kinematic Viscosity@ 40'C ASTM D 445 cSt 31.58
Kinematic Viscosity@ 100C | ASTM D 445 cSt 5.8
Viscosity Index ASTM D 2270 128
Pour Point ASTM D 97 °C -24
Copperstrip corr@100'C ASTM D 130 1

Remark: - Product Meets Specification N-150

Checked and Approved By:

LUBXTAR INDUSTRIES PRIVATE LIMITED

(RAJESH YADAV)
Authorized Signatory
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